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irradiate with 100 fs 10 kJ/m? laser pulses
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Conditions for formation
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Conditions for formation
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Light absorption
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» Novel technique for producing spikes
» Unity light absorption
> Luminescence?

» Field emission?



Funding: Army Research Office

For a copy of this talk and

additional information, see:

http://mazur-www.harvard.edu
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