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“I managed to illuminate the interior of a stream in a dark 
space. I have discovered that this strange arrangement offers  
one of the most beautiful, and most curious experiments that 
one can perform in a course on Optics.” 

Daniel Colladon, Comptes Rendus, 15, 800–802 (1842)



D. Colladon, La Nature, 325 (1884)





US Patent 247, 229 (1881)
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Waveguiding

transverse standing wave, traveling along axis
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Silica nanowires

two-step drawing process



Silica nanowires

two-step drawing process



Silica nanowires

two-step drawing process



Silica nanowires

two-step drawing process



Silica nanowires

two-step drawing process



Silica nanowires

two-step drawing process



Silica nanowires

two-step drawing process



Silica nanowires

two-step drawing process



Silica nanowires



Silica nanowires

1 µm

Nature, 426, 816 (2003)



Silica nanowires



Silica nanowires

1000 µm



Silica nanowires

500 µm



Silica nanowires

200 µm



Silica nanowires

100 µm
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Silica nanowires

50 µm



Silica nanowires

20 µm



Silica nanowires

10 µm



Silica nanowires

6 µm



Silica nanowires

4 µm



Silica nanowires

2 µm



Silica nanowires

1 µm

312 nm



Silica nanowires

Specifications

diameter D: down to 20 nm

length L: up to 90 mm

aspect ratio D/L: up to 106

diameter uniformity D/L: 2 x 10–6

Nature, 426, 816 (2003)



Silica nanowires

50 µm

d = 260 nm
L = 4 mm



Silica nanowires

200 nm

240-nm wire



Silica nanowires

20 nm

RMS roughness < 0.5 nm



Silica nanowires

20 nm



Silica nanowires

2 µm



Silica nanowires

20 µm



Silica nanowires

20 µm



Silica nanowires

Points to keep in mind:
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Manipulating light at the nanoscale

coupling light into nanowires
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Manipulating light at the nanoscale

coupling light into nanowires



Manipulating light at the nanoscale

280-nm nanowire

360 nm

450 nm



Manipulating light at the nanoscale



Manipulating light at the nanoscale



Manipulating light at the nanoscale

Poynting vector profile for 800-nm nanowire



Manipulating light at the nanoscale

Poynting vector profile for 800-nm nanowire



Manipulating light at the nanoscale

Poynting vector profile for 800-nm nanowire

evanescent wave



Manipulating light at the nanoscale

Poynting vector profile for 600-nm nanowire



Manipulating light at the nanoscale

Poynting vector profile for 500-nm nanowire



Manipulating light at the nanoscale

Poynting vector profile for 400-nm nanowire



Manipulating light at the nanoscale

Poynting vector profile for 300-nm nanowire



Manipulating light at the nanoscale

Poynting vector profile for 200-nm nanowire



Manipulating light at the nanoscale

fraction of power carried in core





Manipulating light at the nanoscale

coupling light between nanowires

nanowire
support

fiber taper
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Manipulating light at the nanoscale

coupling light between nanowires

nanowire
support

fiber taper

fiber taper

light



Manipulating light at the nanoscale

50 µm



Manipulating light at the nanoscale

50 µm



Manipulating light at the nanoscale

intensity distribution



Manipulating light at the nanoscale



Manipulating light at the nanoscale

100 µm



Manipulating light at the nanoscale

100 µm



Manipulating light at the nanoscale

100 µm

minimum bending
radius: 5.6 µm



Manipulating light at the nanoscale

virtually no loss through 5 µm corner!



Manipulating light at the nanoscale

10 µm

450 nm

350 nm



Manipulating light at the nanoscale



Manipulating light at the nanoscale

Aerogel

density: 1.9 kg/m3

index of refraction: 1.03–1.08

50 nm



Manipulating light at the nanoscale



Manipulating light at the nanoscale

1 µm



Manipulating light at the nanoscale

50 µm

530 nm



Manipulating light at the nanoscale

420 nm
420 nm

aerogel



Manipulating light at the nanoscale

5 µm



Manipulating light at the nanoscale

in

out out



Manipulating light at the nanoscale

use tapered fibers to couple light to nanoscale objects



Manipulating light at the nanoscale

ZnO:non-toxic, wide bandgap semiconductor



Manipulating light at the nanoscale

vapor transport grown ZnO nanowires

80–400 nm diameter, up to 80 µm long

20 µm



Manipulating light at the nanoscale

 best of both worlds

 ZnO silica

 bottom-up top-down

 semiconductor glass

 active photonic devices passive waveguides

 electrical operation link to macroworld



Manipulating light at the nanoscale

coupling to ZnO nanowires

nanowire

mesoporous

 silica layer
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Manipulating light at the nanoscale

coupling to ZnO nanowires

laser
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Manipulating light at the nanoscale

20 µm
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Manipulating light at the nanoscale

20 µm



Manipulating light at the nanoscale

1 µm



Manipulating light at the nanoscale

1 µm

16

5d

FDTD simulation

ab-initio.mit.edu/wiki/index/Meep



Manipulating light at the nanoscale

20 µm



Manipulating light at the nanoscale

20 µm



Manipulating light at the nanoscale

20 µm



Manipulating light at the nanoscale



Manipulating light at the nanoscale

large diameter:
multimode



Manipulating light at the nanoscale

small diameter:
single mode



Manipulating light at the nanoscale

Points to keep in mind:

large evanescent field

convenient coupling to nanoscale
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Nanoscale nonlinear optics

nonlinear dispersion:   o 2
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Nanoscale nonlinear optics

strong confinement high intensity



Nanoscale nonlinear optics

mode field diameter (  = 800 nm)
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M.A. Foster, et al., Optics Express, 12, 2880 (2004)
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Nanoscale nonlinear optics

nonlinear parameter
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Nanoscale nonlinear optics

dispersion important!
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dispersion:



Nanoscale nonlinear optics

waveguide dispersion
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Nanoscale nonlinear optics

waveguide dispersion
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Nanoscale nonlinear optics

waveguide dispersion
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Nanoscale nonlinear optics

waveguide dispersion
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Nanoscale nonlinear optics

waveguide dispersion
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Nanoscale nonlinear optics

waveguide dispersion
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Nanoscale nonlinear optics

waveguide dispersion

wavelength (nm)

to
ta

l d
is

pe
rs

io
n 

(n
s 

nm
–1
 k

m
–1
)

0 500 1000 1500

1

0

–1

–2

 800 nm
 200 nm
 400 nm
 600 nm
 800 nm

 1200 nm

Optics Express, 12, 1025 (2004)



Nanoscale nonlinear optics

waveguide dispersion
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Nanoscale nonlinear optics

waveguide dispersion
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Nanoscale nonlinear optics

nonlinear parameter

diameter (nm) 

 (
W

–
1

 k
m

–
1

)

0  500  1000  1500 

1000 

normal

dispersion

anomalous

dispersion

500 

0 



Nanoscale nonlinear optics

nanowire continuum generation
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Nanoscale nonlinear optics

nanowire continuum generation
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Nanoscale nonlinear optics

nanowire continuum generation
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Nanoscale nonlinear optics
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Nanoscale nonlinear optics

nanowire continuum generation
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Nanoscale nonlinear optics

nanowire continuum generation
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Nanoscale nonlinear optics
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Nanoscale nonlinear optics

energy in nanowire < 100 pJ!
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