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• fast
• small
• disconnected

optimizing for 3D



4 μm4 μm

characterization



x-ray spectroscopy
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fabrication in 3D



video 1



video 2



• direct laser writing of metal
• 3 dimensional
• embedded in polymer matrix
• disconnected structures
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