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Outline

1. What is black silicon?

3. How does it get that way?

2. Why is it black?



Motivation

Study effect of extremely intense laser pulses

Develop novel materials



TITLE

Introduction to femtosecond laser pulses



Femtosecond laser pulses

last only 10-13 seconds 
30 cycles of electromagnetic wave

800 nm, 100 fs laser pulses

extend only 30 µm

peak power > 109 W 
focused beam: ~ 1017 W/cm2

Extremely high peak power and intensity



study time-dependent processes
control of atoms and molecules

Uses of fs laser pulses

material modification
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Modification of materials



Modification of materials

light-matter interactions



Modification of materials

P = χχ E
χ is constant

E

temporary effect on material



Modification of materials

E

plasma formation

permanent change to material



Modification of materials

focused fs pulses: precise material modification
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Modification of materials

For the same peak intensity
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te
n

si
ty

long pulse short pulse

more total energy less total energy



Modification of materials

tightly focus beam inside bulk glass

transparent
material

objective

100 fs



Modification of materials

energy is deposited in the focal volume

transparent
material

objective

Paul Callan


Paul Callan




Modification of materials

producing microscopic bulk damage

transparent
material

objective



Modification of materials

top view

40 nJ
100 fs
800 nm
0.65 NA
Corning 0211

3 µm



laser cuts through single cell

Shen et al., in press.



Opaque material, broader focus:
laser energy deposited at surface
ablation: material removed
as material equilibrates, melted layer forms
then solidifies



Black silicon

irradiate surface with femtosecond laser pulses
(800 nm, 100 fs, 500 pulses, 10 kJ/m2)

Si

SF6 (0.7 atm)



Black silicon

laser

X-Y translation
stage

gas handling
system

sample

pump

micrometer
lens mount

vacuum
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Introduction

10 µm

Black silicon



Introduction Black silicon



Is this new material useful? 

Why does this happen? 



Introduction

3 µm

Black silicon

Optical properties



Optical properties

white
light

gratin
g

sa
m

pl
e

photodiode output

measure reflectance, transmittance with integrating sphere
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Optical properties
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Optical properties
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Optical properties

absorptance (A = 1 - R - T)
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Optical properties
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Optical properties
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annealed 3 hours at 
500° C

8 kJ/m2 

4 kJ/m2 

6 kJ/m2 

3 kJ/m2 



Optical properties

Why is it black? 



Optical properties

Multiple reflections can enhance absorption



Optical properties
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Optical properties

absorptance

band structure
changes
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Band structure

atoms absorb light by electronic transitions

atomic electrons 
must occupy 
well-defined 
energy levels

energy



Band structure

atoms absorb light by electronic transitions

absorbed photon 
must promote an 
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Band structure

Atoms absorb light by electronic transitions

absorbed photon 
must promote an 

electron to an 
empty level

energy

hν



Band structure

crystalline solids have bands of energy states

conduction band

valence band
energy

band gap

crystal has 
electronic 

energy states in 
certain energy 

ranges 



Band structure

crystalline solids have bands of energy states

conduction band

valence band
energy

band gap

semiconductors 
have full valence 
band and empty 
conduction band



Band structure

crystalline solids have bands of energy states

conduction band

valence bandenergy

band gap

semiconductors are 
transparent to light 

with energy less 
than the band gap



Band structure

What produces the below-band gap absorption? 



Band structure

• defects

• impurities

What changes band structure?



Gas immersion laser doping:
melt chip surface in presence of desired gas
gas atoms incorporated just into melt
dopes very thin (20-250 nm) surface layer

Carey & Sigmon, Appl. Surf. Sci (1989).



Chemical analysis

sulfur required for below-band gap absorption
(H2S, SF6) 

gas species incorporated into surface layer

Work with other gases:



Chemical analysis

SF6

H2

H2S

vacuum

crystalline 
silicon

Sheehy et al., in preparation
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Chemical analysis

Surfaces structured in SF6:

1.6% sulfur in surface layer (RBS)

also fluorine, oxygen

sulfur content decreases significantly on annealing



sulfur introduces states in silicon band gap

1 part in 106 S

0.614 eV

0.371 eV
0.318 eV

0.188 eV
0.11 eV

0.248 eV

0.08 eV0.09 eV

conduction band

valence band

1.1 µm

8 µm
4 µm

2 µm

1.5 µm

Janzén et al., Phys. Rev. B 29, 1907 (1984)



at high concentrations, states may broaden into a band

1% S

0.614 eV

0.371 eV
0.318 eV

0.188 eV
0.11 eV

0.248 eV

0.08 eV0.09 eV

conduction band

valence band

8 µm
4 µm
3 µm



midgap impurity band forms

1% S

0.614 eV

0.371 eV
0.318 eV

0.188 eV
0.11 eV

0.248 eV

0.08 eV0.09 eV

conduction band

valence band

8 µm
4 µm
3 µm

Hall measurement: n-type impurities
FTIR: absorption drops off around 3 µm

absorption



Chemical analysis

sulfur required for below-band gap absorption

Sulfur a likely explanation:

annealing reduces sulfur and absorption

appropriate wavelength range 



Structural analysis

What is the underlying structure? 



Structural analysis

20 20 µm



Structural and chemical analysis

cross-sectional TEM (F. Génin, LLNL)

1 µm



Structural and chemical analysis

cross-sectional TEM (F. Génin, LLNL)

1 µm

porous “fuzz”



Structural and chemical analysis

cross-sectional TEM (F. Génin, LLNL)

1 µm

crystalline Si



Structural and chemical analysis

electron diffraction (F. Génin, LLNL)

1 µm



Structural and chemical analysis

electron diffraction (F. Génin, LLNL)

1 µm



Structural and chemical analysis

cross-sectional TEM:

core of spikes: undisturbed Si

surface layer: disordered Si, impurities, 
embedded nanocrystallites and pores



Structural analysis

Could nanostructures explain infrared absorption? 



Structural analysis

annealing

Structure less likely than sulfur:

ns pulses

different gases 



Structural analysis

1 1 µm

2 2 µm2 2 µm

1 1 µm

after annealingbefore annealing



Structural analysis

1 µm 1 µm

not annealed annealed

annealing does not affect visible structure



Nanosecond vs femtosecond

800 nm, 100 fs, 10 kJ/m2 248 nm, 30 ns, 30 kJ/m2

1010 µm

2 µm

1010 µm

2 µm



Nanosecond vs femtosecond

248 nm, 30 ns, 30 kJ/m2800 nm, 100 fs, 10 kJ/m2

40 40 µm40 40 µm

fs cones etched below surface ns cones grow above surface



visible absorptance: multiple reflections

band forms due to 1% sulfur impurities

infrared absorptance: new electronic states

Summary of optical properties



Introduction

3 µm

Black silicon

Applications



Reduce reflectivity for solar cells

Ordinary silicon is highly reflective

Si photodiodes are not sensitive to IR  

Si solar cells insensitive to IR

Ordinary silicon is transparent in IR



annealing improves response

>10 µA from 10 mW illumination (1.33, 1.55 µm)  

1000x more sensitive than ordinary Si PIN diode

Spiked surface produces IR photocurrent

J. E. Carey et al., in preparation



pn-junctions

electrons and holes diffuse across junction…
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pn-junctions

…and get ‘trapped’ after they combine
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pn-junctions

build-up of charge leads to electric field that stops diffusion
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pn-junctions

depletion layer can convert light into electric energy
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pn-junctions

incident photon knocks out electron…
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pn-junctions

…creating an electron-hole pair
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pn-junctions

E-field separates eh-pair, causing current
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Applications

doubles quantum efficiency at 1064 nm

promising results at 1.33 µm

Avalanche photodiode with black silicon



Applications

doubles quantum efficiency at 1064 nm

promising results at 1.33 µm

Avalanche photodiode with black silicon

field emission arrays

light emitters

Other applications:
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How do the microstructures form?
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Formation process

How do ripples give way to spikes? 



Formation process

vary number of laser pulses

calculate Fourier transform of images

Follow evolution of spatial frequencies



Formation process

10 10 µm

SF6 

laser polarization

2 pulses

ripples



Formation process

780 nm

frequency (µm–1)

po
w

er
 (

a.
u.

)

0.01 0.1 1 10

107

106

105

104

103

780 nm

frequency (µm–1)

po
w

er
 (

a.
u.

)

0.01 0.1 1 10

107

106

105

104

103

10 10 µm

SF6 

laser polarization

2 pulses

ripples



Formation process
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Formation process
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Formation process
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Formation process
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Formation process
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Formation process
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Formation process
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Formation process
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Formation process

1. Interference ripples 
    (⊥ to polarization)

2. Coarsened ridges 
    (⊥ to ripples)

3. Beads sharpening 
    into spikes

N = 2

N = 4

N = 10



Formation process

Two distinct wavelengths:
ripples and spikes

N = 2

N = 4

N = 10



Formation process
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Formation process
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Formation process

N = 2

N = 4

N = 10

spike wavelength appears as 
ripple wavelength disappears

spike wavelength appears first 
perpendicular to polarization



Formation process

ripples: laser wavelength

ridges and spikes: perhaps capillary waves

What sets the length scales?



Formation process

longest wavelength similar to spike spacing 
(10 µm)

both spike spacing and capillary wavelength
increase with laser fluence

Capillary wavelength set by melt depth, duration
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Si or Ti substrate

10 µm thick
Cu or Ni grid

Ordering

place grid in front of substrate



Si or Ti substrate

10 µm thick
Cu or Ni grid

Ordering

scan laser beam



Si or Ti substrate

10 µm thick
Cu or Ni grid

Ordering

scan laser beam



Si or Ti substrate

Ordering

remove grid



Si



Ordering

50 µm

50 µm 5 µm

10 µm

Shen et al., to appear in Appl. Phys. Lett.



Summary

near-unity absorption from near-UV to near-IR

new electronic states from sulfur impurities

Black silicon:

self-organized surface microstructures

many promising applications!
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Microstructured silicon

Conclusions

Absorption dependent on shape, impurities

Up to 90% infrared absorption
increased infrared photocurrent 

Applications in infrared photodetectors,
silicon solar cells, other possible devices



Nanosecond vs femtosecond

Optical properties virtually identical

Sulfur content very similar

ns-structured surface shows less disorder



Structural analysis

no evident structural change with annealing

Structure less likely than sulfur:

ns pulses produce very different structure, but 
same composition and optical properties 



Structural analysis

10 µm

SF6 Cl2

N2 air

all except Cl2 show surface nanostructure



Structural analysis

1 µm1 µm

air SF6

surface disorder present in air sample



Structural analysis

no evident structural change with annealing

Structure less likely than sulfur:

(consistent with multiple reflections in visible)



Structural analysis

What happens with nanosecond pulses? 



Structural analysis

no evident structural change with annealing

Structure less likely than sulfur:

ns pulses produce very different structure, 
same composition and optical properties
different gases all produce nanostructures 
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Modification of materials

tightly focus beam inside bulk glass

transparent
material

objective

100 fs



Modification of materials

energy is deposited in the focal volume

transparent
material

objective

Paul Callan
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Modification of materials

producing microscopic bulk damage

transparent
material

objective



Modification of materials

top view

40 nJ
100 fs
800 nm
0.65 NA
Corning 0211

3 µm



Modification of materials

laser cuts through single cell

sub-cellular microsurgery



Nonlinear optical effects

"extremely" nonlinear response

material changes the light



Nonlinear optical effects

light induces time-dependent index of refraction

self phase modulation: n(t) = n0 + n2I(t)

n0+∆n blue
shift

red
shiftn0 n0
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Modification of materials



Nonlinear optical effects

light induces position-dependent index of refraction

beam

self-focus

self-focusing: n(r) = n0 + n2I(r)




